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See separate bibliographies for articles and videos.
Beveridge, Philippa.  Warm glass : a complete guide to kiln-forming techniques : fusing, slumping, casting.  Philippa Beveridge, Ignasi Doménech, Eva Pascual.  New York : Lark Books, 2005. 160 p. 

Originally published in Spanish as El vidrio : técnicas de trabajo de horno. Includes bibliographical references (p. 160) and index. CMGL also owns the Spanish ed. (TP859 .B57) and German ed. (TP859 .B57g).  “Prototypes and Molds,” pp. 72-77; “Slumping with molds,” pp. 94-96; Ceramic fiber mold, pp. 96-97; “Kiln casting and pate de verre…” pp. 104-119; Ceramic mold for mosaic glass, pp. 134-137.

<TP859.1 .B57e>
Bray, Charles.  “Moulds and Casting,” IN: Ceramic and Glass: A Basic Technology.  Sheffield: Society of Glass Technology, 2000, pp. 176-185.  Includes discussion of separators.

<Ref TP857.B82>
“Bullseye box casting; reverse relief kilncasting in an assembled mold” Tipsheet, no. 5, 2003, p. 1-8. Published by Bullseye; also available on their website:


http://www.bullseyeglass.com/education/
Butler, Lorna.  "A Comparative Study of Moulding Materials for Use on Ceramic and Glass Objects," IN: Ceramics & Glass Conservation Group, UKIC. Modelling, Moulding & Casting: Transcripts of Lectures Given at the Ceramics and Glass Conservation Group Meeting, The Conservation Centre, Liverpool 24-26 April 1998.  Discussion of mold materials used by glass conservators.  <N8554.5.M68>
Butler, Vincent F.  Casting for Sculptors.  London: A & C Black, 1997.  < NB1170.B88 >
Clayman, Daniel. Some glass casting information.  [S.l. : s.n.], 2000. 1 v. (various pagings).

Updated June 2000." Includes copies of notes from a Penland School Summer 1999; notes on wax from ACTS FACTS newsletter; notes from NISA on crystalline silica; a sheet on volume calculations of various glass casting investment materials; a chart on mold/sealing parting; and a graphic on a complete firing cycle of plaster mold making for glass casting.


<TP859.1 .C62>

Colclough, John.  Mould Making.  London: A & C Black; Oviedo, FL: Gentle Breeze Publishing, 1999.  128 p.  Note: Illustrates how to make and use molds for ceramics of varying complexities, both for industrial and artistic use. Includes chapters on the single drop-out mold, the four-part block mold, and multi-cast molds.  <TT920 .C68>
Cummings, Keith.  Contemporary kiln-formed glass; a world survey.  London: A & C Black; Philadelphia: University of Pennsylvania Press, 2009.  Molds: p. 56-59, 190-200.


<Stacks
NK5198.C97>

Cummings, Keith. A history of glassforming. London : A. & C. Black ; Philadelphia : University of Pennsylvania Press, 2002. 186 p. 

Includes bibliographical references (p. 184) and index. Pressing, casting, lampworking, fusing, slumping, mold blowing. Includes pressing, casting, lampworking, fusing, slumping, and mold blowing.


<Reference TP859 .C97h>
Cummings, Keith. Ofengeformtes Glas : Geschichte, Techniken, Objekte. Bern : Verlag Paul Haupt, c1998. 174 p.
Kiln-forming, casting, pate de verre, molds, kilns, etc. Includes bibliographical references (p. 170) and index. Includes a list of suppliers. (German edition of: Techniques of kiln-formed glass.)
Location:          Stacks
     TP859.1 .C97tg

Location:          Microforms
    F-19200

Cummings, Keith.  The Technique of Glass Forming.  London: A.C. Black, and Philadelphia: University of Pennsylvania Press, 1997. Molds: pp. 100-103; 147-152.  < TP859.C97t >
Cummings, Keith.  Techniques of Kiln-formed Glass.  London: A & C Black; Philadelphia, PA: University of Philadelphia, 1997.  < TP859.C97t; f-16131 >
Cummings, Keith. Techniques of kiln-formed glass Rev. reprint. London : A & C Black ; Philadelphia : University of Pennsylvania Press, 2001. 176 p. :

"Over 50 of the old black and white illustrations have been replaced with new color images"--Front flap. Includes bibliographical references (p. 170) and index. Includes a list of suppliers.

Location:          Ready Reference
    TP859.1 .C97t 2001

Delpech, Jean-Pierre and Marc-Andre Figueres. The mouldmaker's handbook. London : A & C Black, 2004. 159 p.  <NB1180 .D36e>

Desaulniers, Gilles.  Brief Notes on Coldworking of Glass.  Trois-Rivières: [the author], 1981.  39 + 39 pp. (French and English paging)  <TP863.D44 >
Fenton, Dan (Daniel M.) Glass under heat : kilnwork notes from Dan Fenton's workshops, 1982-2003 [ie 2004]. Oakland, CA : D. Fenton, c2005. 1 v. (various pagings) :

Includes bibliographical references. This is a compilation of notes in a 3-ring binder on

fired-on surface application, fusing and slumping, paÌ‚te de verre and kiln casting.

CMGL has an additional, undated copy of Glass firing process temperatures which includes slumping and fusing temperatures (in pocket).

Call Number:       TP859.1 .F34 2004

Fielder, Larry. "Mold Casting of Glass." pp. 102-108, in Hot Glass Information Exchange.  John M. Bingham, editor.  Louisville, Colorado: John Bingham, 1979.  < TT298.H83 >
Frith, Donald E. Mold making for ceramics. London : A. & C. Black, 1999. 240 p.

Note: Includes a volume and mix calculator and a shrinkage compensating calculator. Historical review, tools, and working with plaster; making and using press molds for plastic clay; and making and using molds for slip casting liquid clay.  <TT920 .F91>
Halem, Henry.  Glass Notes.  3rd ed.  Kent, OH: Franklin Mills Press, 1996. 

Plaster/silica molds, sand molds, pp. 45-49.      < TT298.H16.1996 >
Hitchcock, Howard.  Out of the Fiery Furnace: Casting Sculpture from Ceramic Shell Molds.  Los Altos, CA: W. Kaufmann, 1985.   

Demonstration photographs by Peter Brenner.  (casting; metal work)      

<TT205.H67>
Hunt, Martin. "Plaster Moulds for Glass Blowing" in: Crafts Advisory Committee and Royal College of Art.  Working with Hot Glass.  International Conference and Workshop, 5-10 September, 1976, Royal College of Art, London.  Programme.  London: the College, 1976.   

<Secured Stacks  TP859.C88>
Hunt, Martin. "A Refractory Mould for Kiln-Firing Glass." in: Crafts Advisory Committee and Royal College of Art.  Working with Hot Glass.  International Conference and Workshop, 5-10 September, 1976, Royal College of Art, London.  Programme.  London: the College, 1976.   < Secured Stacks  TP859.C88 >
Isenberg, Anita. Crafting in Glass : Molding, Fusing, Embellishing, Designing. Anita and Seymour Isenberg.  Radnor, Pa.: Chilton Book Co., 1981.  211 p.  

<TT298 .I79c>
Jaeng, Mun Kaen. Glass source and glass making = Yuriui gunwongua hundae yuri misul. [Seoul, Korea : Samguakum, 1997]. 227 p.  Text in Korean; title in English and Korean; glossary terms

in English, but definitions in Korean; bibliography, list of programs, galleries, etc. in English..

Illustrations are quite useful, although there are no  English captions. Page numbers are in small black boxes at the top of the left hand side pages.

Location:          Stacks / Cage
    TP859 .J22

Location:          Microforms
     F-17703

Kallenberg, Lawrence. Modeling in wax for jewelry and sculpture. 2nd ed. Iola, WI : Krause   Publications, c2000. 256 p. 

<TT212 .K35 2000>

Kervin, James and Dan Fenton. Pâte de verre and kiln casting of glass. 2nd completely rev. ed. Livermore, Calif. : GlassWear Studios, 2000. 192 p. 

Includes bibliographical references (p. 175-178) and index. Kiln casting process; glass chemistry; models; materials; investment materials & formulations; mold construction; casting techniques; kilns; safety; suppliers & manufacturers. Molds: p. 80-88, 107-122.   

<TP859.1 .K41p 2000 ; Microforms F-18186>
Kinney, Kay. Glass Craft.  Philadelphia: Chilton Book Co., 1963, p. 31-40.  < TT298.K55 >
Kohler, Lucartha.  Glass: An Artist's Medium.  Iola, WI: Kraus Publications, 1998.  256 p.


Molds: pp. 35-40, 66-67, 88-92, 186-203.   < TT298.K79 >
Koob, Stephen P.  Conservation and care of glass objects.  London: Archtype Publications in association with The Corning Museum of Glass, 2006.  Chapter 9 includes information on casting and molding materials; see  p. 81-85, 92-95, 98-100


<REF and Stacks:   NK5104.5.K82>

La Londe, Richard.  Richard La Londe and friends: fused glass, vitreous enamels and other techniques : book II.  Freeland, WA: Ozone Press, 2009.  240 pp.  Note:  Includes brief bios and samples of work by various glass artists. Appendix includes studio equipment and kilns, basic fusing (compatibility, volume control and annealing) and materials and suppliers list.
<Stacks: TP859.1 .L24 Book II>

La Londe, Richard Parker.  Richard La Londe: fused glass art and technique.  Freeland, WA: Ozone Press, 2006.  223 pp. <Stacks: TP859.1.L24>
Lundstrom, Boyce.  Glass Casting and Moldmaking.  Colton, OR: Vitreous Publications, 1989.  143 pp.     < TP859.L96g >
Lundstrom, Boyce. Kiln Firing Glass: Glass Fusing. Book One, Camp Colton, Or.: Vitreous Publications, 1994, c1983.  Phoenix ed.  Includes:   Sagging, slumping, and molds. "Adapted from the original edition by Boyce Lundstrom and Daniel Schwoerer."  <TP859 .L96 1994>
Lundstrom, Boyce and Schwoerer, Daniel.  Glass Fusing: Book I.  Colton, OR: Vitreous Publications, 1983.  137 pp.     < TP859.L96 >
McCartney, Aron. The development and utilization of the ceramic shell mould technique and mould surface release agents in the design and forming of small scale studio hot glass.  Aron McCartney.  London : Central Saint Martins College of Art & Design, 2001. 226 l. 

"A thesis submitted in partial fulfillment of the requirements of the Open University for the degree of Doctor of Philosophy." Accompanied by CD ROM labeled: One Small Step (OneSmall.STE); exhibition pictures (Hemisphe.RE&); Glass hemisphere manufacture (movie clip (14 min.) of molds being used to produce glass hemispheres); samples (Hemisph1.RE&). Thesis (Ph.D.) -- Central Saint Martins College of Art & Design, Feb. 2001. Includes bibliographical references (l. 221-223). Sections on the production of glass hemispheres, British Independent Film Awards, slide lights and Monsanto eggs; appendices include application of ceramic shell to a wax pattern, recipes for ceramic shell slurries, and kiln firing schedules. 


<Stacks/Cage TP859.1 .M12 ; Microforms F-18502>
Moorman, Shar.  Warm Glass: Kiln-fired Glass Techniques.  Olympia, WA: CKE Publications, 1988.  127 pp.     < TP859.M82 >
Pincus, Alexis G. Forming in the Glass Industry. Part 2.  New York:  Ashlee,  1983.  p. 290-359.

   < TP859.5.P64f  >
Reynolds, Gil.  The Fused Glass Handbook.  Scottzdale, AZ: Hidden Valley Books, 1987.  80 pp.

   < TP859.R46 >
Schmid, Edward T.  Advanced glassworking techniques: an enlightened manuscript.  Bellingham, WA: Glass Mountain Press, 1997.  320 pp.  

Pages 227-240 cover mold making: including general information, wood molds, plaster molds, auxiliary plaster mold blowing information, post-gathering.

<Stacks: TT298.S34 1997; Microforms: F-16835>
Schuler, Frederick. Glassforming.  New York: Chilton Books, 1970, p. 60-80.  < TP859.S389 >
Taylor, Gay LeCleire.  "Out of the Mold."  A Special Exhibition, Museum of American Glass at Wheaton Village, April 7 through October 26, 1990.  24 pp.    < NK5112.T24 >

Text online: http://www.wheatonarts.org/museumamericanglass/exhibitions/pastexhibitions/1990outofthemold/ 
Thwaites, Angela. Mixing with the best investigation and comparison of contemporary working methods and mould making materials for use in the kiln forming of glass / written and edited by Angela Thwaites. London : hosted and published by Royal College of Art, c2002. 1 CD-ROM.  

Title from container. "Original research by Angela Thwaites and Keith Seybert." Mold construction, recipes and result tables, firing curves, conferences and workshops, suppliers, health and safety recommendations. Includes bibliographical references. <TP859.1 .T54>
Untracht, Oppi.  Metal Techniques for Craftsmen: A Basic Manual for Craftsmen on the Methods of Forming and Decorating Metals.  Garden City, NY: Doubleday, [1968].  (metal casting)   <TT205.U61 >
Venable, Wallace S. Metal plate molds for paperweights at Gentile Glass Company, Star City, West Virginia : an archive, prepared by Wallace Venable. [Morgantown, WV: the author, 2003]. 43 leaves.

"This document was produced as an interim record to be deposited in the West Virginia and Regional Collection of West Virginia University and the Rakow Library of the Corning Museum of Glass." "This material is not to be duplicated or copied in any manner, in whole or in part, until 1 January 2010, or until my death. It may be viewed by collectors or scholars for the purpose of identification of designs." The images included are an inventory of the plates at Gentile Glass Company, many of which were special commissions. This should not be taken as a comprehensive catalog of Gentile designs. "Scanned by W. Venable - Feb./Mar/ 2003, printed at 60% original size"--P. 1. Please submit a written request for access to original.


<Special NK5112.9.G3 .V44 * ; Microforms F-18900>
Walker, Brad. Contemporary fused glass : a guide to fusing, slumping, and kiln-forming glass. Clemmons, N.C. : Four Corners International, 2010. 208 p. 
Note: Includes bibliographical references (p. 205-208) and index.

Record Number:     115615

Walker, Brad.  Contemporary Warm Glass.  Clemmons, NY: Four Corners International, 2000.  Includes chapter 8 "Molds for Slumping," pp. 46-52 (plus more about plaster/silica molds in chapters 9 and 17).  Good overview.    < TP859.W17 >
Watkins-Baker, Helga.  Kiln forming glass.  Ramsbury, Marlborough, Wiltshire, England: Crowood Press, 2010.

Fusing, slumping, kilncasting, lost wax casting, mold-making; cold-working and finishing.  Also: Mold recipes.
<Stacks ; Secured Stacks TP859.1.W33>
1981-r.1999; rev. 6/01 gb; 12/01 bh; 8/05; gb 1/06; 8/06 ejh edited (partial update 7/10)
Libcom: Bibliographies: Studio: Molds and moldmaking
