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Boyd, David C. Commercial glasses. Edited by David C. Boyd and John F. MacDowell.

Columbus, Ohio: American Ceramic Society, c1986. viii, 229 p. :

"Proceedings of a special symposium on commercial glass held at the 1984 fall meeting of the American Ceramic Society, Glass Division, October 17-19, 1984, Grossinger, New York".

Includes bibliographies and indexes. (Advances in ceramics, v. 18)
Location: Stacks
 TP862 .B78

Location: Microforms
 F-11448

Corning Glass Works. Properties of glasses and glass-ceramics. Corning, NY: Corning Glass Works, 1972. 23 p.: ill.(1 fold.); 28 cm.

Location: Stacks / Cage

TP857 .C81p

Location: Microforms

F-9377

Corning Glass Works. Corning Research. Corning, NY: Corning Glass Works, 1961-2000. Annual publication of journal papers on "basic and applied research published by Corning scientists and engineers." It is indexed.

The researcher will need to look at individual volumes for specific papers relating to Glass Ceramics and Pyroceram. This is a brief listing, based on article titles which included the words ‘glass’ and ‘ceramics’:

--Lillie, H.R. “Ceramic materials produced from glass.” Glass Technology, v. 1, no. 3, June 1960.

Corning Research 1961, p. 173-178

--Williams, J. P. “Sold state crystallization processes in selected glass-ceramic materialsL”

Glass Technology, v. 4, no. 6, Dec. 1962
Corning Research 1964 p. 53-60
<Location: Stacks TP845.C81>
Please note: The Rakow Library is neither the corporate/technical library nor the archives for the company Corning, Inc. Any propriety information and reports are not in the Rakow Library, and the company’s technical library is closed to outsiders.
Ehrhardt, Anja. Beitrag zur Entwicklung fotostrukturierbarer GlaÌˆser und Glaskeramiken mit unterschiedlichen thermischen Ausdehnungskoeffizienten. Aachen: Shaker, 1999. ix, 111, [20] p. :

Thesis (doctoral)--Technische UniversitaÌˆt, Ilmenau, 1999. Includes bibliographical references (p. 107-111). Photosensitive glasses and glasses with different thermal expansion.

Location: Stacks
 TP862.P5 .E33

HoÌland, Wolfram. Glass-ceramic technology. Wolfram HoÌˆland and George Beall. Westerville, OH: American Ceramic Society, c2002. xix, 372 p. 
Includes bibliographical references (p. 337-360) and index.

Location: Stacks
 TP862.C4 .H72

International Commission on Glass. Sub-committee A VII. Crystallization of glass and glass-ceramics; a bibliography covering the period 1945-1968. Charleroi, Belgium, Secretariat of Sub-Committee A I c/o Institut national du verra; Paris, Secretariat of Sub-Committee A XII c/o Institut du verre, 1972. v, 416 p. 
Preliminaries and table of contents in English, French, and German.

Location: Secured Stacks
 Z6046 .I61c 1972

Location: Microforms F-10937

Introduction to glass science; proceedings of a tutorial symposium held at the State University of New York, College of Ceramics at Alfred University, Alfred, N.Y., June 8-19, 1970. Edited by L. D. Pye, H. J. Stevens, and W. C. LaCourse. New York, Plenum Press [1972] x, 722 p.

References follow each paper.

Location: Secured Stacks
 TP857 .I61

Lewis, M. H. Glasses and glass-ceramics. Edited by M.H. Lewis. London; New York: Chapman and Hall, 1989. xii, 378 p.: ill.; 24 cm.

Call Number: TP862.C4 L67

Location: Microforms
F-14946

Martinsburg [videorecording]: creating versatile cookware with style / Corning, Inc., Corning Communications Division. Corning, N.Y.: Corning, Inc., Corning Communications

Division, c1991. 1 videocassette (10 min.); 1 videodisc (10 min.) :

Filmed at the Corning Consumer plant in Martinsburg, West Virginia. Pyroceram Corning and Vision ware manufactured at the Martinsburg, West Virginia plant is shown from the

mixing of the batch, to the pressing stage, ending with the finished product.

Location: Video

Call Number: Martinsburg: creating versatile cookware with style

McMillan, P. W. (Peter Warwick) Glass-ceramics. London, New York, Academic Press, 1964.

viii, 229 p. illus., tables. 23 cm.

Notes: f-3712, 4 sheets. Hard copy in library TP862..C4.M16.

Location: Stacks / Cage
 TP862.C4 .M16

Location: Microforms
 f- 3712

Stookey, S. Donald (Stanley Donald) Journey to the center of the crystal ball: an autobiography / S. Donald Stookey. Columbus, Ohio: American Ceramic Society, c1985. vi, 64 p., [18] p. of plates Includes bibliographical references (p. 49-50). Stookey laid the groundwork for glass-ceramics at Corning Glass Works/Corning, inc.
Location: Stacks
 TP853.N6 S88

Location: Microforms
 F-10514

Stookey, S. Donald (Stanley Donald) Explorations in glass: an autobiography / S. Donald Stookey: with a foreword by George H. Beall. Westerville, Ohio: American Ceramic Society, c2000.

v, 74 p. :

Includes bibliographic references (p. 5-62).

Location: Stacks
 TP853.N6 .S88e

Strnad, Zdenek. Glass-ceramic materials: liquid phase separation, nucleation, and crystallization in glasses. Zdenek Strnad; [translation Madeleine Stulíková]. Amsterdam; New York: Elsevier, 1986. 268 p.: ill. (some col.); 25 cm.

Translation of: Skelné krystalické materiály.

Includes index.

Bibliography: p. 257-264.

Location: Stacks /: 

 TP862.C4 S91

Location: Microforms

F-9987

Uhlmann, D. R. (Donald Robert) Kreidl, J. J. Glass--science and technology / edited by D. R. Uhlmann [and] N. J. Kreidl. New York: Academic Press, 1983. 465 p.: ill.; 24 cm.

v.1. Glass-forming systems: Formation of glasses

Unusual methods of producing glasses

Inorganic glass-forming systems

Glazes and enamels

Organic glasses

Metallic glasses

Glass-ceramic technology

v.2. Processing 1: Principles of glass melting

Flat glass manufacturing processes

Container manufacture

Tubing and rod manufacture

Glass spheres

Solder glass processing

Processing of gel glasses

Coatings on glass

Optical fiber waveguides

v.5. Elasticity and strength in glasses: Elastic properties of glass

Fracture mechanics of glass

Inelastic deformation...oxide, metallic and polymeric glasses

Techniques of strengthening glasses

Thermal tempering of glass

Chemical strengthening of glass.

Location

 TP857 .U31

Williams, Jean Paul. Campbell, D. E. Glass and glass-ceramics. [New York]: John Wiley & Sons, 1971. p. 403-487: ill.; 27 cm.

Reprint from Encyclopedia of industrial chemical analysis, v. 13, 1971.

Bibliography: p. 481-487.

Location: Stacks / Cage TP857 .W72

Location: Microforms
 F-14597

See also bibliography for "Glassy state" and/or “Ceramics and Glass/Glazes”
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